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(57) ABSTRACT

A system that may be adapted to distribute reduced pressure
to a tissue site may include a dressing and a sealing member.
The dressing may include a manifold layer, a storage layer,
and a plurality of retainers. The manifold layer may be
adapted to be positioned proximate the tissue site, and the
storage layer may be positioned proximate the manifold
layer. The plurality of retainers may be disposed in the
storage layer. Each of the retainers may define a fluid
communication channel through the storage layer. The
retainers may be adapted to substantially preclude deforma-
tion of the storage layer into the fluid communication
channels. The sealing member may be adapted to cover the
dressing and to provide a fluid seal between the sealing
member and the tissue site.
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ABSORBENT DRESSING AND METHOD

RELATED APPLICATION

This application claims the benefit, under 35 USC §119
(e), of the filing of U.S. Provisional Patent Application Ser.
No. 61/782,528, entitled “ABSORBENT DRESSING AND
METHOD,” filed Mar. 14, 2013, which is incorporated
herein by reference for all purposes.

FIELD

This disclosure relates generally to medical treatment
systems and, more particularly, but not by way of limitation,
to absorbent dressings, systems, and methods for treating a
tissue site.

BACKGROUND

Depending on the medical circumstances, reduced pres-
sure may be used for, among other things, reduced-pressure
therapy to encourage granulation at a tissue site, draining
fluids at a tissue site, closing a wound, reducing edema,
promoting perfusion, and fluid management. Common
dressings, systems, and methods may be susceptible to leaks
and blockage that can cause a reduction in the effectiveness
of the therapy or a complete loss of therapy. Such a situation
can occur, for example, if the amount of fluid in the dressing
or system exceeds the fluid capacity of the dressing or
system. Thus, improvements to dressings, systems, and
methods that may enhance the management of fluid
extracted from a tissue site for increasing the reliability and
the useable life of the dressing and system are desirable.

SUMMARY

Shortcomings with certain aspects of tissue treatment
dressings, systems, and methods are addressed as shown and
described in a variety of illustrative, non-limiting embodi-
ments herein.

In some illustrative embodiments, a system for treating a
tissue site may include a dressing and a sealing member. The
dressing may be adapted to distribute reduced pressure from
a reduced-pressure source to the tissue site. The dressing
may include a manifold layer, a first storage layer, a plurality
of first retainers, a second storage layer, and a plurality of
second retainers. The manifold layer may be adapted to be
positioned proximate the tissue site. The first storage layer
may be positioned proximate the manifold layer. The plu-
rality of first retainers may be disposed in the first storage
layer. Each of the first retainers may define a first fluid
communication channel through the first storage layer. The
first retainers may be adapted to substantially preclude
deformation of the first storage layer into the first fluid
communication channels. The second storage layer may be
positioned in fluid communication with the first storage
layer. The plurality of second retainers may be disposed in
the second storage layer. Each of the second retainers may
define a second fluid communication channel through the
second storage layer. The second retainers may be adapted
to substantially preclude deformation of the second storage
layer into the second fluid communication channels, and the
second fluid communication channels may be laterally offset
from the first fluid communication channels. The sealing
member may be adapted to cover the dressing and to provide
a fluid seal between the sealing member and the tissue site.
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In other illustrative embodiments, a system for treating a
tissue site may include a dressing and a sealing member. The
dressing may be adapted to distribute reduced pressure from
a reduced-pressure source to the tissue site. The dressing
may include a manifold layer, a storage layer, and a plurality
of retainers. The manifold layer may be positioned proxi-
mate the tissue site for treatment. The storage layer may be
positioned proximate the manifold layer. The plurality of
retainers may be disposed in the storage layer. Each of the
retainers may define a fluid communication channel through
the storage layer. The retainers may be adapted to substan-
tially preclude deformation of the storage layer into the fluid
communication channels. The sealing member may be
adapted to cover the dressing and to provide a fluid seal
between the sealing member and the tissue site.

In yet other illustrative embodiments, a system for treat-
ing a tissue site may include a dressing and a sealing
member. The dressing may be adapted to distribute reduced
pressure from a reduced-pressure source to the tissue site.
The dressing may include a manifold layer, a first storage
layer, a plurality of first fluid communication channels, a
first retainer, a second storage layer, a plurality of second
fluid communication channels, and a second retainer. The
manifold layer may be adapted to be positioned proximate
the tissue site. The first storage layer may be positioned
proximate the manifold layer. The plurality of first fluid
communication channels may be disposed through the first
storage layer. The first retainer may be disposed in each of
the first fluid communication channels. The first retainers
may be adapted to substantially preclude deformation of the
first storage layer into the first fluid communication chan-
nels. The second storage layer may be positioned in fluid
communication with the first storage layer. The plurality of
second fluid communication channels may be disposed
through the second storage layer. The second retainer may
be disposed in each of the second fluid communication
channels. The second retainers may be adapted to substan-
tially preclude deformation of the second storage layer into
the second fluid communication channels. The second fluid
communication channels may be laterally offset from the
first fluid communication channels. The sealing member
may be adapted to cover the dressing and to provide a fluid
seal between the sealing material and the tissue site.

In yet other illustrative embodiments, a system for treat-
ing a tissue site may include a dressing and a sealing
member. The dressing may be adapted to distribute reduced
pressure from a reduced-pressure source to the tissue site.
The dressing may include a manifold layer, a storage layer,
a fluid communication channel, and a retainer. The manifold
layer may be adapted to be positioned proximate the tissue
site. The storage layer may be positioned proximate the
manifold layer. The fluid communication channel may be
disposed through the storage layer. The retainer may be
disposed in the fluid communication channel. The retainer
may be adapted to substantially preclude deformation of the
storage layer into the fluid communication channel. The
sealing member may be adapted to cover the dressing and to
provide a fluid seal between the sealing member and the
tissue site.

In yet other illustrative embodiments, a system for treat-
ing a tissue site may include a dressing and a sealing
member. The dressing may be adapted to distribute reduced
pressure from a reduced-pressure source to the tissue site.
The dressing may include a manifold layer, a first storage
layer, and a second storage layer. The manifold layer may be
adapted to be positioned proximate the tissue site for treating
the tissue site. The first storage layer may be positioned
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proximate the manifold layer. The first storage layer may
have a plurality of first apertures disposed in the first storage
layer. Each of the first apertures may define a first fluid
communication channel through the first storage layer. The
second storage layer may be positioned in fluid communi-
cation with the first storage layer. The second storage layer
may have a plurality of second apertures disposed in the
second storage layer. Each of the second apertures may
define a second fluid communication channel through the
second storage layer. The first fluid communication channels
may be positioned laterally offset from the second fluid
communication channels. The sealing member may be
adapted to cover the dressing and to provide a fluid seal
between the sealing member and the tissue site.

In some illustrative embodiments, a method of manufac-
turing a dressing may include providing a manifold material,
providing an absorbent material, and positioning the mani-
fold material adjacent the absorbent material. The method
may further include cutting across the manifold material and
the absorbent material to form a first storage layer and a
second storage layer. The first and the second storage layer
may each comprise a portion of the manifold material and
the absorbent material. Further, the first storage layer may be
positioned in fluid communication with the second storage
layer, and the portion of manifold material in the first storage
layer may be positioned laterally offset from the portion of
manifold material in the second storage layer.

Other aspects, features, and advantages of the illustrative
embodiments will become apparent with reference to the
drawings and detailed description that follow.

BRIEF DESCRIPTION OF THE DRAWINGS

A more complete understanding of this specification may
be obtained by reference to the following detailed descrip-
tion when taken in conjunction with the accompanying
drawings wherein:

FIG. 1 is an illustrative embodiment of a treatment system
for treating a sub-surface tissue site that depicts a cut-away
view of an illustrative embodiment of a dressing according
to this disclosure;

FIG. 2 depicts the treatment system and the dressing of
FIG. 1 deployed on a surface tissue site;

FIG. 3 is an exploded, perspective view of an illustrative
embodiment of a dressing suitable for use as the dressing of
FIG. 1,

FIG. 4 is a perspective view of the dressing of FIG. 3;

FIG. 5 is a perspective view of another illustrative
embodiment of a dressing suitable for use as the dressing of
FIG. 1,

FIG. 6A is a cross-section view taken at line 6-6 in FIGS.
4 and 5, depicting the dressing of FIGS. 4 and 5 substantially
free of fluid;

FIG. 6B is a cross-section view taken at line 6-6 in FIGS.
4 and 5, depicting the dressing of FIGS. 4 and 5 substantially
saturated with fluid;

FIG. 7 is a cut-away view of another illustrative embodi-
ment of a dressing suitable for use in the treatment system
of FIG. 1;

FIG. 8 is a cut-away view of yet another illustrative
embodiment of a dressing suitable for use in the treatment
system of FIG. 1; and

FIG. 9 is a cut-away view of yet another illustrative
embodiment of a dressing suitable for use in the treatment
system of FIG. 1.
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DETAILED DESCRIPTION OF ILLUSTRATIVE
EMBODIMENTS

In the following detailed description of the non-limiting,
illustrative embodiments, reference is made to the accom-
panying drawings that form a part hereof. Other embodi-
ments may be utilized, and logical, structural, mechanical,
electrical, and chemical changes may be made without
departing from the scope of this specification. To avoid
detail not necessary to enable those skilled in the art to
practice the embodiments described herein, the description
may omit certain information known to those skilled in the
art. The following detailed description is provided without
limitation and with the scope of the illustrative embodiments
being defined by the appended claims.

Referring to the drawings, FIGS. 1 and 2 depict an
illustrative embodiment of a treatment system 102 for treat-
ing a tissue site 104 of a patient. The tissue site 104 may
extend through or otherwise involve an epidermis 106, a
dermis 108, and a subcutaneous tissue 110. The tissue site
104 may be a sub-surface tissue site that extends below the
surface of the epidermis 106, as depicted in FIG. 1. Further,
the tissue site 104 may be a surface tissue site as depicted in
FIG. 2 that predominantly resides on the surface of the
epidermis 106. The treatment system 102 may provide
therapy to, for example, the epidermis 106, dermis 108, and
subcutaneous tissue 110, regardless of the positioning of the
treatment system 102 or the type of tissue site. The treatment
system 102 may also be utilized without limitation at other
tissue sites.

The tissue site 104 may be the bodily tissue of any human,
animal, or other organism, including bone tissue, adipose
tissue, muscle tissue, dermal tissue, vascular tissue, connec-
tive tissue, cartilage, tendons, ligaments, or any other tissue.
Treatment of tissue site 104 may include removal of fluids,
e.g., exudate or ascites. As used herein, unless otherwise
indicated, “or” does not require mutual exclusivity.

Continuing with FIGS. 1 and 2, the treatment system 102
may include a dressing 120, a sealing member 124, and a
reduced-pressure source 128. The sealing member 124 may
cover the dressing 120 at the tissue site 104 to provide a fluid
seal and a sealed space 130 between the tissue site 104 and
the sealing member 124. The sealing member 124 may cover
the dressing 120 and a peripheral portion of the epidermis
106 surrounding the tissue site 104 to provide the fluid seal
between the sealing member 124 and the tissue site 104. An
adhesive 132 positioned, for example, about the tissue site
104 and between the sealing member 124 and the peripheral
portion of the epidermis 106 may enhance the fluid seal
between the sealing member 124 and the tissue site 104.

The sealing member 124 may be formed from any mate-
rial that allows for a fluid seal. A fluid seal may be a seal
adequate to maintain reduced pressure at a desired site given
the particular reduced pressure source or system involved.
The sealing member 124 may be sealed against the epider-
mis 106 or against a gasket or drape by a sealing apparatus,
such as the adhesive 132. Further, the sealing apparatus may
be an adhesive sealing tape, drape tape or strip, double-sided
drape tape, pressure-sensitive adhesive, paste, hydrocolloid,
or hydrogel, etc. If a tape is utilized, the tape may be formed
of the same material as the sealing member 124 with a
pre-applied, pressure-sensitive adhesive. The pressure-sen-
sitive adhesive may be applied on a side of the sealing
member 124 that faces the tissue site 104, or portion thereof.

The sealing member 124 may comprise, for example, one
or more of the following materials: hydrophilic polyure-
thane; cellulosics; hydrophilic polyamides; an INSPIRE
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2301 material from Expopack Advanced Coatings of Wrex-
ham, United Kingdom; a thin, uncoated polymer drape;
natural rubbers; polyisoprene; styrene butadiene rubber;
chloroprene rubber; polybutadiene; nitrile rubber; butyl rub-
ber; ethylene propylene rubber; ethylene propylene diene
monomer; chlorosulfonated polyethylene; polysulfide rub-
ber; polyurethane (PU); EVA film; co-polyester; silicones; a
silicone drape; a 3M Tegaderm® drape; a polyurethane (PU)
drape such as one available from Avery Dennison Corpora-
tion of Pasadena, Calif.; polyether block polyamide copo-
lymer (PEBAX), for example, from Arkema, France; or
other appropriate material. The sealing member 124 may be
a hybrid drape formed of a combination of the previously
described materials and may have a lower silicone layer
having perforated regions of exposed acrylic adhesive for
securing the sealing member 124 about the tissue site 104 as
previously described.

A conduit 136 may couple the reduced-pressure source
128 in fluid communication with the dressing 120. A conduit
interface 140 may be coupled in fluid communication with
the dressing 120, and may be adapted to connect the conduit
136 and the dressing 120 for providing fluid communication
with the reduced-pressure source 128. The conduit interface
140 may be fluidly coupled to the conduit 136 in any suitable
manner. The conduit interface 140 may be coupled to the
sealing member 124 by an adhesive, for example. An
aperture (not shown) in the sealing member 124 may pro-
vide fluid communication between the dressing 120 and the
conduit interface 140. In other embodiments, the conduit
136 may be simply inserted into the dressing 120 through an
aperture (not shown) in the sealing member 124 to provide
fluid communication with the reduced-pressure source 128.
The reduced-pressure source 128 may also be directly
coupled in fluid communication with the dressing 120 and/or
the sealing member 124.

The conduit interface 140 may be formed from a medical-
grade, soft polymer or other pliable material. As non-
limiting examples, the conduit interface 140 may be formed
from polyurethane, polyethylene, polyvinyl chloride (PVC),
fluorosilicone, ethylene-propylene, etc. In one illustrative,
non-limiting embodiment, conduit interface 140 may be
molded from DEHP-free PVC. The conduit interface 140
may be formed in any suitable manner such as by molding,
casting, machining, or extruding. Further, the conduit inter-
face 140 may be formed as an integral unit or as individual
components.

A fluid canister 144 may be coupled in fluid communi-
cation between the reduced-pressure source 128 and the
dressing 120. For example, the fluid canister 144 may be
coupled in fluid communication with the conduit 136
between the reduced-pressure source 128 and the dressing
120. Positioning of the fluid canister 144 in this manner may
permit the fluid canister 144 to retain fluid extracted from the
tissue site 104. The fluid canister 144 may be any suitable
container for retaining fluids from the tissue site 104.

As part of the treatment system 102, the reduced-pressure
source 128 may provide reduced pressure to the dressing
120 and the sealed space 130. The reduced-pressure source
128 may be any suitable device for providing reduced
pressure as described herein, such as, for example, a vacuum
pump, wall suction, or other source.

As used herein, “reduced pressure” may refer to a pres-
sure less than the ambient pressure at a tissue site being
subjected to treatment. The reduced pressure may be less
than the atmospheric pressure. The reduced pressure may
also be less than a hydrostatic pressure at a tissue site. Unless
otherwise indicated, values of pressure stated herein are
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gauge pressures. While the amount and nature of reduced
pressure applied to a tissue site may vary according to the
application, the reduced pressure may be between about -5
mm Hg to about -500 mm Hg. In some embodiments, the
reduced pressure may be between about -100 mm Hg to
about =200 mm Hg.

The reduced pressure delivered may be constant or varied
(patterned or random) and may be delivered continuously or
intermittently. Although the terms “vacuum” and “negative
pressure” may be used to describe the pressure applied to the
tissue site, the actual pressure applied to the tissue site may
be more than the pressure normally associated with a
complete vacuum. Consistent with the use herein, an
increase in reduced pressure or vacuum pressure may refer
to a relative reduction in absolute pressure. An increase in
reduced pressure may correspond to a reduction in pressure
(more negative relative to ambient pressure), and a decrease
in reduced pressure may correspond to an increase in
pressure (less negative relative to ambient pressure).

Continuing with FIGS. 1 and 2, the dressing 120 may be
adapted to distribute reduced pressure from the reduced-
pressure source 128 to the tissue site 104. The dressing 120
may include a manifold layer 150, a storage layer 154, and
a plurality of retainers 158. The manifold layer 150 may be
adapted to be positioned proximate the tissue site 104, such
as, for example, by cutting or otherwise shaping the mani-
fold layer 150 in any suitable manner to fit the tissue site
104. As described below, the manifold layer 150 may be
adapted to be positioned in fluid communication with the
tissue site 104 to distribute reduced pressure to the tissue site
104. In some embodiments, the manifold layer 150 may be
positioned in contact with the tissue site 104.

The manifold layer 150 may be formed from any mani-
fold material or flexible bolster material that provides a
vacuum space, or treatment space, such as, for example, a
porous and permeable foam or foam-like material, a member
formed with pathways, a graft, or a gauze. In some embodi-
ments, the manifold layer 150 may be a reticulated, open-
cell polyurethane or polyether foam that allows good per-
meability of fluids while under a reduced pressure. One such
foam material is the VAC® GranuFoam® material available
from Kinetic Concepts, Inc. (KCI) of San Antonio, Tex. The
term “manifold” as used herein may refer to a substance or
structure capable of applying reduced pressure to, delivering
fluids to, or removing fluids from a tissue site. A manifold
may include a plurality of flow channels or pathways. The
plurality of flow channels may be interconnected to improve
distribution of fluids provided to and removed from the area
of tissue around the manifold. Examples of manifolds may
include, without limitation, devices that have structural
elements arranged to form flow channels, cellular foam,
such as open-cell foam, porous tissue collections, and liq-
uids, gels, and foams that include or cure to include flow
channels.

A material with a higher or lower density than the
GranuFoam® material may be desirable for the manifold
layer 150 depending on the application. Among the many
possible materials, the following may be used: Granu-
Foam® material, Foamex® technical foam (www.foamex-
.com), a molded bed of nails structure, a patterned grid
material such as those manufactured by Sercol Industrial
Fabrics, 3D textiles such as those manufactured by Baltex of
Derby, U.K., a gauze, a flexible channel-containing member,
or a graft. In some instances, ionic silver may be desirable
to add to the foam by, for example, a micro bonding process.
Other substances, such as antimicrobial agents, may be
added to the foam as well.
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In some embodiments, the manifold layer 150 may com-
prise a porous, hydrophobic material. Use of a hydrophobic
material for the manifold layer 150 may prevent the mani-
fold layer 150 from directly absorbing fluid, such as exudate,
from the tissue site 104 while allowing the fluid to pass
through.

The storage layer 154 may be positioned proximate the
manifold layer 150. As described below, the storage layer
154 may be adapted to absorb fluid communicated from the
tissue site 104 through the manifold layer 150. In some
embodiments, at least a portion of the storage layer 154 may
comprise an absorbent 156, such as, for example, a hydro-
philic material capable of absorbing fluid and having an
absorbent capacity suitable for a particular tissue site. The
storage layer 154 may have a first surface 162 and an
opposing second surface 166. The first surface 162 may be
positioned proximate the manifold layer 150. In some
embodiments, the first surface 162 of the storage layer 154
may be positioned in contact with the manifold layer 150.

The absorbent 156 may have a porous structure capable of
providing fluid communication between the first surface 162
and the opposing second surface 166 of the storage layer
154. Materials that may be suitable for the absorbent 156
may include Luquafleece® material, BASF 402c, Technical
Absorbents 2317 available from Technical Absorbents (ww-
w.techabsorbents.com), sodium polyacrylate super absorb-
ers, cellulosics (carboxy methyl cellulose and salts such as
sodium CMC), or alginates.

As shown in FIG. 3, the absorbents 156 may be separated
to provide one or more fluid communication channels 170
through the storage layer 154. A retainer 158 may be
disposed in each of the fluid communication channels 170.
The fluid communication channels 170 may be separate and
distinguishable from any channels, pores, or passageways
through the storage layer 154 that may be formed as a part
of the material comprising the storage layer 154. In some
embodiments, the fluid communication channels 170 may be
defined by the retainers 158. As described herein, the
retainers 158 may substantially preclude deformation of the
storage layer 154 into the fluid communication channels
170, thereby substantially precluding blockage of the fluid
communication channels 170 as the storage layer 154
absorbs fluid. In this manner, the retainers 158 may enhance
fluid communication between the first surface 162 and the
second surface 166 of the storage layer 154 independent of
the amount of fluid being stored, retained, or otherwise
absorbed by the storage layer 154.

In some embodiments, each of the fluid communication
channels 170 may be in fluid communication with the
manifold layer 150, and in fluid communication between the
first and the second surfaces 162, 166 of the storage layer
154. For example, opposing ends of the fluid communication
channels 170 may be substantially flush with the first surface
162 and the second surface 166 of the storage layer 154,
respectively, such that one end of each of the fluid commu-
nication channels is proximate to the manifold layer 150.

In some embodiments, each of the retainers 158 may also
extend between the first and the second surfaces 162, 166 of
the storage layer 154. For example, a first end 182 of each
of the retainers 158 may be positioned proximate to or in
contact with the manifold layer 150. Further, a second end
186 of each of the retainers 158 may be substantially aligned
with the opposing second surface 166 of the storage layer
154. The storage layer 154 may have a thickness defined
between the first and the second surfaces 162, 166 of the
storage layer 154. Each of the retainers 158 and the fluid
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communication channels 170 may extend through the thick-
ness of the storage layer 154.

Although the drawings generally depict each of the retain-
ers 158 as extending fully between the first and the second
surfaces 162, 166 of the storage layer 154, other embodi-
ments are possible. For example, the retainers 158 may be a
helical wire having a spring-like shape inserted through the
storage layer 154 and defining the fluid communication
channels 170. Other embodiments for the retainers 158 may
include a tubular structure disposed through the storage
layer 154 for defining the fluid communication channels
170. Accordingly, the retainers 158 may extend fully
between the first and the second surfaces 162, 166 of the
storage layer 154, or merely through a sufficient portion of
the storage layer 154 to provide the fluid communication
channels 170. The type of the retainer 158 suitable for use
may depend on the properties of the material chosen for the
storage layer 154 and the ability of the retainer 158 to
substantially preclude blockage of the fluid communication
channels 170 as described herein.

Each of the retainers 158 may comprise a porous, hydro-
phobic material exhibiting similar properties as, for
example, any of the hydrophobic materials described above
in connection with the manifold layer 150. The retainers 158
may be comprised of the same or a different hydrophobic
material than the manifold layer 150. In other embodiments,
the retainers 158 may be, for example, a helical wire or
tubular structure having an internal lumen as described
above that is capable of substantially retaining or otherwise
precluding the storage layer 154 from deforming into the
fluid communication channels 170.

Referring to the illustrative embodiments of FIGS. 1-6B,
the manifold layer 150 may be a first manifold layer 150 and
the dressing 120 may additionally include a second manifold
layer 190. The second manifold layer 190 may be positioned
in fluid communication between the storage layer 154 and
the sealing member 124.

Referring to FIGS. 4 and 5, FIGS. 4 and 5 depict
illustrative embodiments of the dressing 120 in a substan-
tially rectangular shape having a depth D and a width W
positioned at substantially a right angle, or 90 degrees,
relative to one another. However, the dressing 120 may have
any shape suitable for a particular tissue site. Thus, in an
embodiment of the dressing 120 having a circular or irregu-
lar shape, for example, the depth D and the width W may
represent directions through a cross-section of the dressing
120, wherein the depth D is positioned at substantially a
right angle, or 90 degrees, relative to the width W. Referring
to FIG. 4, the storage layer 154 of the dressing 120 may have
each of the retainers 158 positioned between two adjoining
portions of the absorbent 156 along the width W of the
storage layer 154. Continuing with FIG. 4, along the depth
D, each of the retainers 158 and each of the portions of the
absorbent 156 may extend substantially across the entire
depth D. Referring now to FIG. 5, similar to FIG. 4, the
storage layer 154 of the dressing 120 may have each of the
retainers 158 positioned between two adjoining portions of
the absorbent 156 along the width W of the storage layer
154. However, as depicted in FIG. 5, the retainers 158 may
abut a portion of the absorbent 156 across the depth D.
Similarly, the portions of the absorbent 156 may abut the
retainers 158 across the depth D. Thus, as depicted in FIG.
5, the storage layer 154 of the dressing 120 may include the
retainers 158 and the absorbent 156 positioned without
limitation in any orientation across the depth D of the
dressing 120. In either configuration along the depth D for
the dressing 120 depicted in FIG. 4 or 5, at least a portion
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of the dressing 120 exhibits a cross-section and the elements
depicted in FIGS. 1-2 and 6A-6B, as described above.

In operation, as the dressing 120 comes into contact with
fluid from the tissue site 104, the storage layer 154 may wick
the fluid through the manifold layer 150 and away from the
tissue site 104. As described above, the manifold layer 150
may be adapted to communicate fluid from the tissue site
104 rather than store the fluid. Thus, relative to the manifold
layer 150, the absorbent 156 in the storage layer 154 may
exhibit absorbent properties that are more absorbent than
any absorbent properties that may be exhibited by the
manifold layer 150. The absorbent 156 being more absor-
bent than the manifold layer 150 may provide an absorbent
gradient through the dressing 120 that may increase in
absorbent capacity with increasing distance from the tissue
site 104. Thus, the storage layer 154 may be adapted to wick,
pull, draw, or otherwise attract fluid from the tissue site 104
through the manifold layer 150.

The dressing 120 may be deployed on the tissue site 104
initially as shown in FIG. 6A in a substantially unsaturated
state. As the storage layer 154 in the dressing 120 wicks fluid
from the tissue site 104 into the storage layer 154 for storage,
the absorbent 156 in the storage layer 154 may swell as the
fluid enters the storage layer 154 as depicted in FIG. 6B.
Fluid saturation and swelling of the absorbent 156 in the
storage layer 154 may reduce or substantially preclude the
dressing 120 from maintaining fluid communication with
the tissue site 104, causing a blockage. Thus, as shown in
FIG. 6B, as the storage layer 154 in the dressing 120
becomes substantially saturated with fluid, the retainers 158
may substantially preclude the absorbent 156 from swelling
or otherwise deforming into the fluid communication chan-
nels 170. In this manner, the retainers 158 may be adapted
to maintain fluid communication between the first and the
second surface 162, 166 of the storage layer 154 through the
fluid communication channels 170. After the dressing 120
has reached a maximum fluid capacity or a substantially
fluid saturated state, the retainers 158 and the fluid commu-
nication channels 170 may permit reduced pressure to reach
the tissue site 104 to maintain reduced pressure therapy.
Further, the retainers 158 may permit excess fluid to be
drawn out of the dressing 120 through the fluid communi-
cation channels 170 to the fluid canister 144, thereby
increasing the useable life of the dressing 120.

Referring now to FIG. 7, FIG. 7 depicts an illustrative
embodiment of a dressing 220 suitable for use in the
treatment system 102 as previously described. The dressing
220 may include the first manifold layer 150, the second
manifold layer 190, and the storage layer 154 having the
absorbent 156. The retainers 158 may also be disposed in
fluid communication channels through the storage layer 154
in this illustrative embodiment. However, the dressing 220
may additionally include a second storage layer 254 and a
plurality of second retainers 258 disposed in the second
storage layer 254 in substantially the same manner as
described above in connection with the storage layer 154.
The second retainers 258 may be disposed in second fluid
communication channels in the second storage layer 254 in
substantially the same manner as described above for the
retainers 158. Similar to the retainers 158, the second
retainers 258 may be adapted to substantially preclude
deformation of an absorbent 256 into the second fluid
communication channels. Further, the second storage layer
254 may be positioned in fluid communication with the
storage layer 154 such that the second retainers 158 and the
second fluid communication channels may be laterally offset
from the first retainers 158 and the fluid communication
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channels in the first storage layer 154. For example, the
retainers 158 may be laterally offset from the second retain-
ers 258 by shifting the storage layer 154 and the second
storage layer 254 relative to one another in a direction
normal to a thickness T of the dressing 220. In some
embodiments, the first manifold layer 150 may be adapted to
be positioned in contact with the tissue site 104 such that the
storage layer 154 may be disposed between the manifold
layer 150 and the second storage layer 254.

Similar to the storage layer 154, at least a portion of the
second storage layer 254 may comprise a hydrophilic mate-
rial and may be adapted to absorb fluid communicated from
the tissue site 104. Like the retainers 158, the second
retainers 258 may comprise a porous, hydrophobic material
as described above. Further, the second storage layer 254
may have a first surface 262 and an opposing second surface
266. The second fluid communication channels may be in
fluid communication with the storage layer 154 and between
the first surface 262 and the opposing second surface 266 of
the second storage layer 254. In some embodiments, the
second manifold layer 190 may be positioned proximate the
second storage layer 254 and between the second storage
layer 254 and the sealing member 124.

In operation, the dressing 220 may perform as described
above in connection with the dressing 120. However, the
second storage layer 254 in combination with the storage
layer 154 may enhance the efficiency of the dressing 220 in
distributing and communicating fluids in a substantially
uniform manner. For example, the fluid communication
channels in the storage layer 154 being laterally offset from
the second fluid communication channels in the second
storage layer 254 may encourage fluid to flow along multi-
directional paths 250, as illustrated in FIG. 7. The multi-
directional paths 250 may have a directional component that
may be normal relative to the thickness T of the dressing
220, encouraging the fluid to move laterally within the
storage layer 154 and the second storage layer 254 to contact
the absorbents 156, 256. As deployed on the tissue site 104,
the thickness T of the dressing 220 may be normal relative
to the tissue site 104 such that a directional component of the
multi-directional paths 250 may be along a surface of the
tissue site 104. Similarly, lateral movement of the fluid in the
multi-directional paths 250 may be along the first and the
opposing second surface 162, 166 of the storage layer 154
and along the first and the opposing second surface 262, 266
of the second storage layer 254.

Referring now to FIG. 8, FIG. 8 depicts an illustrative
embodiment of a dressing 320 suitable for use in the
treatment system 102 as previously described. The dressing
320 may include the first manifold layer 150, the second
manifold layer 190, and the storage layer 154 having the
retainers 158 disposed in fluid communication channels
through the absorbent 156 as previously described. Further,
the dressing 320 may include the second storage layer 254
having the second retainers 258 and the absorbent 256 as
previously described. The second retainers 258 may be
laterally offset from the retainers 158. The dressing 320 may
additionally include an intermediate manifold layer 325 that
may be positioned in fluid communication between the
storage layer 154 and the second storage layer 254. As
shown in FIG. 8, the retainers 158 may be positioned
proximate a first surface 327 of the intermediate manifold
layer 325 and the second retainers 258 may be positioned
proximate an opposing second surface 329 of the interme-
diate manifold layer 325. The intermediate manifold layer
325 may comprise a porous, hydrophobic material similar to
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the porous, hydrophobic materials described above for the
manifold layer 150 and the second manifold layer 190.

In operation, the dressing 320 can perform similar to the
dressings 120 and 220 as described above. However, the
intermediate manifold layer 325 may further enhance the
efficiency of the dressing 320 in distributing and communi-
cating fluids. For example, the intermediate manifold layer
325 may provide a lateral fluid communication passage
between the storage layer 154 and the second storage layer
254. As described above, the fluid communication channels
in the storage layer 154 may be laterally offset from the
second fluid communication channels in the second storage
layer 254. The fluid communication channels of the first
storage layer 154 being laterally offset from the fluid com-
munication channels of the second storage layer 154 may
encourage fluid to flow along multi-directional paths 350, as
shown in FIG. 8. The multi-directional paths 350 may have
a directional component normal relative to a thickness T of
the dressing 320, encouraging the fluid to move laterally
within the storage layer 154 and the second storage layer 254
to contact the absorbents 156, 256. As deployed on the tissue
site 104, the thickness T of the dressing 320 may be normal
relative to the tissue site 104 such that a directional com-
ponent of the multi-directional paths 350 may be along a
surface of the tissue site 104. Similarly, lateral movement of
the fluid in the multi-directional paths 350 may be along the
first and the opposing second surface 162, 166 of the storage
layer 154 and along the first and the opposing second surface
262, 266 of the second storage layer 254.

Referring generally to FIG. 9, FIG. 9 depicts an illustra-
tive embodiment of a dressing 420 suitable for use in the
treatment system 102 as previously described. The dressing
420 provides an embodiment that may include a first storage
layer 4544 having a plurality of first apertures 458a and a
second storage layer 4545 having a plurality of second
apertures 458b. As described further below, the first and the
second storage layers 454a, 454b may be analogous to the
storage layer 154 and the second storage layer 254, respec-
tively. The dressing 420 may include other elements that
may be analogous in positioning, characteristics, and opera-
tion as the previously described elements associated with the
dressings 120, 220, and 320. For example, the dressing 420
may include the first manifold layer 150 and the second
manifold layer 190 analogous to the dressings 120, 220, and
320. Although not shown in FIG. 9, the dressing 420 may
also include the intermediate manifold layer 325 analogous
to the dressing 320.

Referring to FIG. 9, the first storage layer 454a may be
positioned proximate the first manifold layer 150 and may
have the plurality of first apertures 4584 disposed in the first
storage layer 454a. Each of the first apertures 458a¢ may
provide fluid communication through the first storage layer
454a. The second storage layer 4545 may be positioned in
fluid communication with the first storage layer 454a and
may have the plurality of second apertures 4585 disposed in
the second storage layer 4545. Each of the second apertures
458b may provide fluid communication through the second
storage layer 454b. The first apertures 458a may be posi-
tioned in the dressing 420 laterally offset from the second
apertures 458b. Thus, the first and the second apertures
458a, 4586 may be analogous to the fluid communication
channels 170 and the second fluid communication channels,
respectively, described above.

In operation, the dressing 420 may perform similar to the
dressings 120, 220, and 320 as described above, with the
apertures 458a, 4585 being of sufficient size to substantially
preclude blockage of fluid communication through the first
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storage layer 4544 and the second storage layer 4545. The
required size of the apertures 458a, 4585 may depend on the
materials chosen for the first and the second storage layers
454a, 454b. The material for the first storage layer 454a may
be an absorbent material 456a analogous to the materials
previously described for the absorbent 156. The material for
the second storage layer 4545 may be an absorbent material
4565 analogous to the materials previously described for the
absorbent 256.

In other embodiments, the dressings 120, 220, 320, and
420 may include a collagen material (not shown). The
collagen may, for example, be dispersed within a porous
structure of the dressings 120, 220, 320, and 420 and be
adapted to substantially preclude clogging of the porous
structure. Further, the dressings 120, 220, 320, and 420 may
include a composite ion-exchange resin (not shown) that
may be adapted to react with sodium and chloride ions
present in the dressings 120, 220, 320, and 420 to yield
hydrogen and hydroxyl ions. The composite ion-exchange
resin may be provided in the dressings 120, 220, 320, and
420 as a permeable membrane, or a as polymer coating on
a woven or non-woven material.

This disclosure also provides a method for manufacturing
a dressing, such as the dressings 120, 220, and 320. The
method may include providing a manifold material, provid-
ing an absorbent material, and positioning the manifold
material adjacent the absorbent material. Analogous to the
manifolds 150 and 190, the manifold material may comprise
the previously described hydrophobic materials. Analogous
to the absorbents 156, 256, the absorbent material may
comprise the previously described hydrophilic materials.
Further, the method may include cutting across the manifold
material and the absorbent material to form the first storage
layer 154 and the second storage layer 254. The first and the
second storage layer 154, 254 may each comprise at least
portion of the manifold material and at least a portion of the
absorbent material. Each portion of the manifold material in
the storage layer 154 may provide the retainer 158 and each
portion of the absorbent material in the storage layer 154
may provide the absorbent 156. Similarly, each portion of
the manifold material in the storage layer 254 may provide
the retainer 258 and each portion of the absorbent material
in the storage layer 254 may provide the absorbent 256.
Additionally, the method may provide for positioning the
first storage layer 154 in fluid communication with the
second storage layer 254 such that the portion of manifold
material in the first storage layer 154 may be positioned
laterally offset from the portion of manifold material in the
second storage layer 254 as previously described.

Further, the method may include providing the manifold
layer 150 that may be adapted to be positioned proximate the
tissue site 104 and to distribute reduced pressure to the tissue
site 104. The method may include positioning the manifold
layer 150 proximate the first storage layer 154 such that the
first storage layer 154 may be disposed in fluid communi-
cation between the manifold layer 150 and the second
storage layer 254. The first and the second storage layers
154, 254 may be adapted to be in fluid communication with
the tissue site 104 through the manifold layer 150.

Further, the method may include providing the second
manifold layer 190 and positioning the second manifold
layer 190 proximate the second storage layer 254. Even
further, the method may include providing the intermediate
manifold layer 325 and disposing the intermediate manifold
layer 325 in fluid communication between the first and the
second storage layers 154, 254.
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Although this specification discloses advantages in the
context of certain illustrative, non-limiting embodiments,
various changes, substitutions, permutations, and alterations
may be made without departing from the scope of the
specification as defined by the appended claims. Further, any
feature described in connection with any one embodiment
may also be applicable to any other embodiment.

We claim:

1. A system for treating a tissue site, comprising:

a dressing adapted to distribute reduced pressure from a

reduced-pressure source to the tissue site, comprising:

a manifold layer adapted to be positioned proximate the
tissue site,

a first storage layer positioned proximate the manifold
layer,

a plurality of first fluid communication channels dis-
posed through the first storage layer,

a first retainer disposed in each of the first fluid com-
munication channels, wherein the first retainers are
adapted to substantially preclude deformation of the
first storage layer into the first fluid communication
channels,

a second storage layer positioned in fluid communica-
tion with the first storage layer,

a plurality of second fluid communication channels
disposed through the second storage layer,

a second retainer disposed in each of the second fluid
communication channels, wherein the second retain-
ers are adapted to substantially preclude deformation
of the second storage layer into the second fluid
communication channels,

wherein the second fluid communication channels are
laterally offset from the first fluid communication
channels; and

a sealing member adapted to cover the dressing and to
provide a fluid seal between the sealing material and
the tissue site.

2. The system of claim 1, further comprising a conduit
interface coupled in fluid communication with the dressing
and adapted to provide fluid communication between the
dressing and the reduced-pressure source.

3. The system of claim 1, further comprising a fluid
canister in fluid communication between the reduced-pres-
sure source and the dressing, the fluid canister adapted to
retain fluid from the tissue site.

4. The system of claim 1, wherein the manifold layer
comprises a porous, hydrophobic material.

5. The system of claim 1, wherein the manifold layer is
adapted to be positioned in contact with the tissue site, and
wherein the first storage layer is disposed between the
manifold layer and the second storage layer.

6. The system of claim 1, wherein at least a portion of
each of the first and the second storage layer comprises a
hydrophilic material and is adapted to absorb fluid commu-
nicated from the tissue site, and wherein the first and the
second retainers each comprise a porous, hydrophobic mate-
rial.

7. The system of claim 1, wherein the first storage layer
has a first surface and an opposing second surface, the first
surface of the first storage layer positioned proximate the
manifold layer, and wherein each of the first fluid commu-
nication channels are in fluid communication with the mani-
fold layer and between the first surface and the second
surface of the first storage layer.

8. The system of claim 1, wherein the second storage layer
has a first surface and an opposing second surface, and
wherein each of the second fluid communication channels
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are in fluid communication with the first storage layer and
between the first surface and the second surface of the
second storage layer.

9. The system of claim 1, wherein the manifold layer is a
first manifold layer, and wherein the dressing further com-
prises a second manifold layer positioned proximate the
second absorbent layer and between the second absorbent
layer and the sealing member, the second manifold layer
comprising a porous, hydrophobic material.

10. The system of claim 1, wherein the dressing further
comprises an intermediate manifold layer positioned in fluid
communication between the first and the second storage
layer, wherein each of the first fluid communication chan-
nels are positioned proximate a first surface of the interme-
diate manifold layer and each of the second fluid commu-
nication channels are positioned proximate an opposing
second surface of the intermediate manifold layer, the inter-
mediate manifold layer comprising a porous, hydrophobic
material.

11. The system of claim 1, the dressing further comprising
collagen, wherein the dressing has a porous structure, and
wherein the collagen is adapted to substantially preclude
clogging of the porous structure.

12. A system for treating a tissue site, comprising:

a dressing adapted to distribute reduced pressure from a

reduced-pressure source to the tissue site, comprising:

a manifold layer adapted to be positioned proximate the
tissue site,

a storage layer positioned proximate the manifold layer,

a fluid communication channel disposed through the
storage layer, and

a retainer disposed in the fluid communication channel,
wherein the retainer is adapted to substantially pre-
clude deformation of the storage layer into the fluid
communication channel, and wherein the retainer
comprises a porous, hydrophobic material; and

a sealing member adapted to cover the dressing and to

provide a fluid seal between the sealing material and
the tissue site.

13. The system of claim 12, further comprising a conduit
interface coupled in fluid communication with the dressing
and adapted to provide fluid communication between the
dressing and the reduced-pressure source.

14. The system of claim 12, further comprising a fluid
canister in fluid communication between the reduced-pres-
sure source and the dressing, the fluid canister adapted to
retain fluid from the tissue site.

15. The system of claim 12, wherein the manifold layer is
in fluid communication with the tissue site and adapted to
distribute reduced pressure to the tissue site, the manifold
layer comprising a porous, hydrophobic material.

16. The system of claim 12, wherein the storage layer is
adapted to absorb fluid communicated from the tissue site
through the manifold layer, at least a portion of the storage
layer comprising a hydrophilic material.

17. The system of claim 12, wherein the storage layer has
a first surface and an opposing second surface, the first
surface of the storage layer positioned proximate the mani-
fold layer, and wherein the fluid communication channel is
in fluid communication with the manifold layer and between
the first surface and the second surface of the storage layer.

18. The system of claim 12, wherein the manifold layer is
a first manifold layer, and wherein the dressing further
comprises a second manifold layer positioned in fluid com-
munication between the storage layer and the sealing mem-
ber.
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19. The system of claim 12, wherein:

the storage layer is a first storage layer;

the retainer is a first retainer;

the fluid communication channel is a first fluid commu-

nication channel; and

the dressing further comprises a second storage layer, a

second fluid communication channel disposed through
the second storage layer, and a second retainer disposed
in the second fluid communication channel, wherein
the second retainer is adapted to substantially preclude
deformation of the second storage layer into the second
fluid communication channel, wherein the second stor-
age layer is positioned in fluid communication with the
first storage layer, and wherein the second fluid com-
munication channel is laterally offset from the first fluid
communication channel.

20. The system of claim 19, wherein the manifold layer is
adapted to be positioned in contact with the tissue site, and
wherein the first storage layer is disposed between the
manifold layer and the second storage layer.

21. The system of claim 19, wherein at least a portion of
the second storage layer comprises a hydrophilic material
and is adapted to absorb fluid communicated from the tissue
site, and wherein the second retainer comprises a porous,
hydrophobic material.

22. The system of claim 19, wherein the second storage
layer has a first surface and an opposing second surface, and
wherein the second fluid communication channel is in fluid
communication with the first storage layer and between the
first surface and the second surface of the second storage
layer.

23. The system of claim 19, wherein the dressing further
comprises an intermediate manifold layer positioned in fluid
communication between the first and the second storage
layer, and wherein the first fluid communication channel is
positioned proximate a first surface of the intermediate
manifold layer and the second fluid communication channel
is positioned proximate an opposing second surface of the
intermediate manifold layer, the intermediate manifold layer
comprising a porous, hydrophobic material.
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24. The system of claim 19, wherein the manifold layer is
a first manifold layer, and wherein the dressing further
comprises a second manifold layer positioned proximate the
second storage layer and between the second storage layer
and the sealing member, the second manifold layer com-
prising a porous, hydrophobic material.

25. The system of claim 12, the dressing further compris-
ing collagen, wherein the dressing has a porous structure,
and wherein the collagen is adapted to substantially preclude
clogging of the porous structure.

26. A system for treating a tissue site, comprising:

a dressing adapted to distribute reduced pressure from a

reduced-pressure source to the tissue site, comprising:

a manifold layer adapted to be positioned proximate the
tissue site,

a first storage layer positioned proximate the manifold
layer,

a first fluid communication channel disposed through
the first storage layer,

a first retainer disposed in the first fluid communication
channel, wherein the first retainer is adapted to
substantially preclude deformation of the first stor-
age layer into the first fluid communication channel,

a second storage layer,

a second fluid communication channel disposed
through the second storage layer,

a second retainer disposed in the second fluid commu-
nication channel, wherein the second retainer is
adapted to substantially preclude deformation of the
second storage layer into the second fluid commu-
nication channel, wherein the second storage layer is
positioned in fluid communication with the first
storage layer, and wherein the second fluid commu-
nication channel is laterally offset from the first fluid
communication channel; and

a sealing member adapted to cover the dressing and to

provide a fluid seal between the sealing material and

the tissue site.



